Two Pack System - Glassfibre

	No of Coats
	Product
	Overcoating times @ 200C
	Coverage M2/litre
	 Thinners

	Above the Waterline

	Undercoat x 2
	EPU
	4 hours - 3 days
	8
	No5

	Topcoat x 2
	Polygloss
	12 hours - 48 hours
	12
	No 2 Brushing

No 6 Spraying

	Below the Waterline

	Primer x 4
	EPU
	6 hours - 5 days
	8
	No 5

	Overcoating EPU with Underwater

Primer
	6 hours - 9 hours
	

	Tie Coat x 1
	Underwater  Primer
	3 hours - indefinite
	10
	No 3

	Antifouling x 2
	Blakes Antifouling
	6 hours - see data
	10
	No 3


Note:  In all cases, if overcoating times are exceeded - abrade the surface and wash off with fresh water

